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TEXVLKA XOPAKTNPLOTLKA

ZYNOEZH: GLAZED
PORCELAIN RECTIFIED

AMNOPPOPHTIKOTHTA: 0,5 % YOH: Zatwvé
METE©OZ: 60x120cm MAXOZ: 9mm
1816TNTEQ Test method
Mrkog
Nayxog
Fevika
: ISO 10545-2
XapaktnpLotika EmupdveLa mAeupwv
»
I@I Eminedn Emupavela
powud 5003 A ' SO 10545-3
XapaktTnpLoTtika TioppopnTKOTTA l 10545-
Avtoxr| og Bpavon
IS0 10545-4
Mnxavikd Avtiotaon kapdng
XapaktnpLotika
Avtoyr o€ kpolon ISO 10545-5
Avtoxr amotpiBrg ISO 10545-6
. (unglazed tiles)
XapakTnpLoTika
Emtupavetag :@:
AvTOxH TPWBAC ISO 10545-7
<<!l>> OEPHLKN ISO 10545-8
— SLa0ToAn
Avtoxr otig ISO 10545-9
OEpPHOPETPLKA BepuLKEG pETaBoAEG
XapaktnpLoTtika ALacToAy
00000 uypactag ISO 10545-10
T mm/m)
@ Avtoxr) o€ tayetd ISC 10545-12
OLKLaKG Xnuka
AAata meivag
Avtoxrj og
XAHNAEG
GUYKEVTPWOELC I1SO 10545-13
oféwv Kkat
AKaA WV
Xnpka Avtoxn og
XapaktnpLoTiké UPNAEC
OUYKEVTPWOELG
oféwv kat
AAKaA WY
Avtoxn o€ ISO 10545-14
AEKESEC
DIN 51130
AVTLOALOONTKA Asiktng avtioAicBnong
XOPAKTNPLOTLKA oe kAion
XapaktnpLoTika
AcpdAeLag
o ITeyvn emipdvela
YypEG Kat OTEYVEG o Yypr empdvela
OUVBNKES o Yyprj emipdvela
sl
NoAuxpwpaTIkdTTa (:H:) et il Ansi A.137.1

EMI®ANEIA XPHXHZ: AAMEAO-TOIXOZ

MPOEAEYXZH: BPAZIAIA

ANTOXH XE MATETO: NAI

Requisites for nominal size N

7cm<N<15cm N215cm

(mm) (%)

SupBato pe ta mpoTUTIa

E<0,5% gw¢ 0,6%

S > 700N (yLa téxog< 7,5mm)
S = 1300N (yLa taxogz 7,5mm)

R > 35 N/mm?

ATIOTEAEGHA TLPAG

<175 mm3

PEI EXQTEPIKH METPHZH

ATIOTEAEGHA TLHAG

H pétpnon éywe pe
Béon to I1SO 10545-1

ATIOTEAEOHA TLUNAG

H pétpnon éywe pe
Béon to I1SO 10545-1

A-C

HA-HC

Katnyoptomoinon 1-5

R9 to R13

e ABNT NBR 16919
e ABNT NBR 16919
e ANSIA326.3

VO - V4

XPHZH: EZQTEPIKOZ XQPOZ

(mm)

TOEA on: take

GLAZED PORCELAIN

60x120 cm
Homm

Sizes

Oh! Take 60x120cm

Natural
rectified
9Imm

TupBatd pe ta mpoTuTa

0,5%

1.800 N

35 N/mm2

3-4

*Avdaloya To Xpwpa

NAI
0,1

NAI

LA

TupBatd pe ta mpoTuTa

R9

. 043

V2
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